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INTRODUCTION 

The work under t h i s  grant i s  generally concerned with the generation, 

control, and s t a b i l i z a t i o n  of o p t i c a l  frequency radiat ion.  I n  pa r t i cu la r ,  

we are concerned with obtaining tunable opt ica l  sources by means of non- 

l i n e a r  op t i ca l  techniques. During t h i s  period we have proposed and begun 

work on a new type of e lec t ronica l ly  tunable o p t i c a l  f i l t e r .  The basic  

idea i s  t o  make use of acousto-optic d i f f rac t ion  i n  an anisotropic opt ica l  

media. We expect t h a t  bandwidths a few angstroms wide which are completely 

tunable over the v i s ib l e  spectrum may be at ta ined.  

Work on other projects  i s  continued as described i n  the following 

sections.  

During t h i s  period the following publication has been submitted f o r  

publication and i s  included as an Appendix: 

S .  E .  Harris and R. W. Wallace, "Proposed Acousto-Optic Tunable 

FiLter," t o  be published i n  the J. Opt. SOC. Am. 
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1. Parametric Osci l la t ion a t  Optical Frequencies (J. F. Young, S .  E. Harris)  

The cw parametric o s c i l l a t o r  described i n  the Semi-Annual Status 

Report No. 5 demonstrated the general va l id i ty  of parametric theory and 

the f e a s i b i l i t y  of such tunable opt ica l  o s c i l l a t o r s .  The ultimate u t i l i t y  

of these sources w i l l  be determined by t h e i r  s t a b i l i t y  and bandwidth 

and during the past  s i x  months we have been primarily concerned with 

techniques t o  r ea l i ze  grea te r  s t a b i l i t y  of parametric o sc i l l a to r s .  

1 The basic  parametric gain bandwidth i s  l /bL ,  where L i s  the 

c r y s t a l  length and b is  a constant depending on dispersion. Typically 

t h i s  represents several  wavenumbers and includes a large number of 

longitudinal o s c i l l a t o r  cavity modes. -Competition between these modes 

determines the charac te r i s t ics  
P 

of the o s c i l l a t o r .  I n  our previous o s c i l l a t o r  both s ignal  and i d l e r  waves 

and the energy c r i t e r i a  y " V i  = v  
S 

were resonant and we adjusted the cavity length so t h a t  the i d l e r  i n t e r -  

mode spacing was ident ica l  to t h a t  of the pump, while, because of c rys t a l  

dispersion, the s igna l  modes had a smaller spacing. A s  shown i n  

Fig.  1 a s e t  of pump modes and a s e t  of resonant i d l e r  modes i n t e r a c t  

to drive a s ingle  s igna l  mode. Thus one output wave of the o s c i l l a t o r  

i s  forced to have a narrow bandwidth. However, if the pump frequency 

s h i f t s  by a small amount the s ignal  and id le r  waves i n  the o s c i l l a t o r  

cavity no longer s a t i s f y  the energy c r i t e r i a  and o s c i l l a t i o n  commences 

a t  a new se t  of s i g n a l  and i d l e r  frequencies. We believe t h a t  t h i s  was 

the source of the pulsating output of our o s c i l l a t o r  and the observed 

jumping of the s ingle  s igna l  mode within the gain bandwidth. 

1 I 
R .  L. Byer and S .  . E .  Harris, "Power and Bandwidth of Spontaneous 

Parametric Emission," Phys. Rev. -, 168 3, 1064-LO68 (1.5 April 1968). 
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A n  o s c i l l a t o r  which resonates only a s ingle  parametric wave w i l l  

not exhibit t h i s  i n s t a b i l i t y  s ince -  the f r ee  wave may be generated a t  

any frequencies necessary t o  s a t i s f y  the energy c r i t e r i a .  

resonating wave should remain constant i n  frequency even i f  the  pump 

frequency or intermode in t e rva l  s h i f t s ,  as long as the o s c i l l a t o r  cavi ty  

length i s  constant.  This increased s t a b i l i t y  i s  gained a t  the expense 

of a considerably l a rge r  threshold.  A t  present, unfortunately, we do 

not have a cw pump source with an output power capable of achieving 

these threshold gains.  We therefore proposed t o  bui ld  the os 'cil lator 

by placing the nonlinear c rys t a l  inside the l a se r  resonator t o  make use 

of the l a rge r  c i rcu la t ing  powers, Typical c rys t a l  absorption loss seen 

by the l a s e r  can be compensated for  by replacing the 4% transmitt ing 

output mirror with an opaque mirror, and the c i rcu la t ing  power should 

remain high, about 30 watts. The threshold pump power f o r  the s ingly 

resonant o s c i l l a t o r  of Fig.  2 i s  6 watts, based on estimated losses  of 

2$ and a 5 m crys t a l  The in t e rna l  o s c i l l a t o r  should 5 15 .  
be well above threshold.  

Therefore the 

of Ba2NaNb 0 

The argon l a s e r  bench and mirror mounts were redesigned and re- 

b u i l t  t o  provide grea te r  s t a b i l i t y  and t o  permit inser t ion  of the 

various op t i ca l  components within the  l a s e r  resonator.  A simple lens  

was used i n  place of the beam s p l i t t e r  f o r  the i n i t i a l  pump power 

measurements. The cavi ty  was assembled without a c r y s t a l  and the l a s e r  

c i rcu la t ing  power was 18 watts a t  514.5 nm. 

increased absorption and cavity losses  and a reduced coupling between 

the cavity modes and the argon plasma volume. The l a t t e r  fac tor  had 

been minimized by designing the  opt ics  usi'ng a computer program we wrote. 

This reduction was due t o  
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Two c rys t a l s  were prepared f o r  t h i s  cavity: ana-axis  grown c rys t a l  

5 mm long and a e-axis grown c r y s t a l  7 mm long. Both c rys t a l s  cont 

conspicuous s t r i a  which we hoped t o  ge t  through because of the  smal 

spot s i ze  within the c r y s t a l ,  

The r e s u l t s  with both c rys ta l s  was unexpectedly poor. A maximum 

of only 0,8 watts c i rcu la t ing  power a t  514.5 nm was observed with the  

a-axis grown crys ta l .  This low power and the  observed transverse mode 

d is tor t ions  indicate  t h a t  small angle sca t te r ing  and/or other loss 

mechanisms are  more important than simple absorption losses  i n  deter-  

mining l a s e r  power. Lowering the average power l e v e l  with a chopper 

did not improve the peak powers, but  it i s  possible t h a t  some type of 

f a s t  op t i ca l  damage i s  l imi t ing  the c i rcu la t ing  power. 

of Limo was a l so  placed i n  the cavity t o  determine i f  i t s  grea te r  

op t ica l  qual i ty  could compensate fo r  i t s  lower nonl inear i ty  a Power 

A 16 mm c rys t a l  

3 

l eve ls  were not s ign i f i can t ly  higher.  

On the bas i s  of these r e s u l t s  we have postponed fur ther  work on 

t h i s  experiment u n t i l  b e t t e r  qual i ty  Ba NaNb 0 c rys ta l s  are avai lable .  
2 5 15 

We continue t o  work closely with the Materials Research Center a t  

Stanford and we feel  confident tHat progress w i l l  be made. This experi- 

ment indicated c l ea r ly  t h a t  a-axis grown c rys t a l s  are  superior t o  e-axis 

grown, and we are  concentrating our <e f fo r t s  on a-axis boules. 

We are  current ly  i n  the i n i t i a l  phases of a new experiment. It 

the peak power of a phase-locked argon l a s e r  appears possible t o  us 

t o  overcome threshold of a s ingle  resonant o s c i l l a t o r .  This avoids 

placing a c r y s t a l  within the l a s e r  cavity.  

output, while not tr cw, should be quite useful  i n  studying atomic 

The phase-locked o s c i l l a t o r  
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l i fe t imes ,  possibly i n  communeation, and i n  providing a means t o  accurately 

s t a b i l i z e  the o s c i l l a t o r  cavity length. It should be possible t o  gain 

a fac tor  of 10 or more i n  e f fec t ive  pump power using a quartz acoustic 

loss modulation element f o r  phase-locking. 

the modulator and t o  determine, the available pump power. 

Our i n i t i a l  goal i s  t o  bui ld  

2.  Visible CW Parametric Osci l la tor  ( R .  L .  Byer) 

The experimental r e s u l t s  reported i n  the l a s t  report  have been more 

f u l l y  analyzed and compared with theo re t i ca l  predict ions.  In  t h i s  

repor t  a discussion of the theory of the parametric o s c i l l a t o r  i s  given 

along with comparison of theory and experiment, The r e s u l t s  appear i n  

a complete form i n  the thes i s  of R. L.  Byer. 

The theory f o r  the resonant s igna l  and i d l e r  parametric o s c i l l a t o r  

was studied and the following important r e s u l t s  were obtained. The 

threshold condition was derived f o r  a GauSsian beam i n  the near f i e l d  

approximation and was found t o  be 

3 3  na a E c n.n n 
2 2  s i 0  i s p  

P (threshold) = 2 2  2 (ws + W J  1 
P hicusd31L sine (AkL) 

n 
where a i and as are  the s ingle  pass i d l e r  and s igna l  loss ,  n i 9  s 

and n are the c r y s t a l  indices of re f rac t ion  a t  the id l e r ,  s ignal ,  and 

pump, L i s  the c r y s t a l  length, d the nonlinear coeff ic ient ,  and 

w the beam r a d i i  a t  the s igna l  and i d l e r .  For minimum threshold the 

beam r a d i i  are  chosen t o  s a t i s f y  the condition 

P 

31 

S 

1 1 1 
- = -  

2 + 2  
W W 

2 
P S i W 
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Using the parameters f o r  the present experiment of a = 1.8% , i 

a = 5.4% , n .n  n = 11.3 and ws = 

the  threshold i s  calculated t o  be 460 

well with the measured threshold of 410 mW. 

the cavity loss  and cavi ty  mode dimen 

300 8 low los s  region allowed tuning over t h i s  range i n  a continuous 

manner by changing the c r y s t a l  temperature. 

by the oven thermal mass was 60 8 per  minute. 

S 1 S P  

Figur 

The r a t e  of tuning l i m i t e d  

I n  the fu ture  broadband 

mirrors could allow a wider tuning range l imited only by the transparency 

of Limo i n  the blue and I R  regions of the spectrum. 3 
The solut ion of the steady-state equations l e d  to the  expressions 

governing the o s c i l l a t o r ' s  output power and re f lec ted  pump power. 

Figure 5 shows a p l o t  of 

and 

L J 

P ( input)  kp( 
P 

The f igure  shows t h a t  the maximum osc i l l a to r  eff ic iency of 25% is  obtained 

a t  four t i m e s  above threshold.  The eff ic iency i s  l imited due t o  the 

generation of a r e f l ec t ed  pump wave caused by mixifig of the s igna l  and,' 

1 t rave l ing  i n  the k d i rec t ion  without the 



v) 
0 
.J 

SSO1 WMOd SSVd 319NlS lN3383 
FIG. 3--Absorption in LiNbO in the visible region. 3 
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If  the  re f lec ted  pump wave i s  eliminated the power t h a t  is i n  the  

re f lec ted  pump wave appears i n  the s igna l  and i d l e r  waves. 

The generated s igna l  power then becomes 

(cus/u ) P (threshold) 2 
P P  

and the idler  power i s  

( c u i / ~  ) P (threshold) 
P P  

2 

 input) - ~ 

P (threshold) 

- 
P ( input)  

- 1  

- 
In  t h i s  case the parametric o s c i l l a t o r ' s  eff ic iency can approach 

Methods of eliminating lo@ as the amount above threshold increases.  

the  back re f lec ted  pump wave include quarter wave p la tes ,  r ing  cavi t ies  

and off-axis  confocal cav i t i e s .  No attempt was made i n  t h i s  experiment 

to eliminate the back re f lec ted  pump wave. 

The theory a l so  pred ic t s  a value of mirror transmission t h a t  gives 

the optimum output coupling f o r  the o s c i l l a t o r .  If we l e t  y be the 

r a t i o  of the coupling loss to the d iss ipa t ive  lo s s  a t  the signal,  i .e . ,  

a 

a 

cs y = -  

ds 

and l e t  N be the  number of times the o s c i l l a t o r  i s  above threshold 

f o r  no coupling loss a t  the signa.l,then the optimum coupling condition 

i s  found f o r  a y sa t i s fy ing  the equation 

3 2 
Y + (3-N/4) y + (3 -N)  y + ( 1 - N )  = 0 
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The solut ion of t h i s  cubic equation is  p lo t ted  i n  F ig .  6 ,  

The rise t i m e  of the o s c i l l a t o r  was a l so  derived and was found t o  

be 

where i s  the cavi ty  length, Ps i s  the steady-state s igna l  power, 

Ps(0) i s  the noise s igna l  power, a i s  the s igna l  pass loss ,  and n 

i s  the number of times the  o s c i l l a t o r  i s  above threshold. 

For the present case Le = 135 cm , a = 3.0% , and n = 2 we 

f ind  t h a t  
= 4.O'psec tr t  

The experimentally measured r i s e  time was approximately 6 .O psec 

which i s  i n  good agreement considering tha t  the value of n was estimated 

and t h a t  the o s c i l l a t o r  was assumed t o  be turned on rapidly compared t o  

the r ise  t i m e .  

The output power of the o s c i l l a t o r  was quasi cw with random pulse 

var ia t ions of 1 msec t o  less t h a t  0.1 msec i n  duration. Figure 7 i s  

an oscilloscope t race  of t2ie output power a t  the s ignal .  The peak t o  

average power r a t i o  was about 5.0 f 0.05 . 
t h i s  gave an experiaental-  peak power  output of 14.4 mW. 

A t  2.8 times above threshold 

From the  theory,with the r a t i o  of s igna l  l o s s  t o  output coupling 

tha t  was observed experimentally,we calculate  at Ah-S ' d sc iUa to r r s  <output 

power should be 14.0 mW a t  2.8 times above 

i s  a good ve r i f i ca t ion  of theory and leads 

fu ture  e f f i c i e n t  c w  parametric o s c i l l a t o r s  

threshold. The agreement 

one t o  believe t h a t  i n  the 

w i l l  be constructed. 
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FIG. 6--0ptimum output coupling for the extetnal oscillator vs 
P (input)/P (threshold-min) . 
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FIG. 7 - - ~ i g n a l  output power vs t i m e  a t  a 0.1 m s e c / c m  scale .  
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This i s  the f i rs t  parametric o s c i l l a t o r  t o  be pumped with the 

average power of the multi- longitudinal mode l a s e r .  To achieve t h i s  

pump condition the length of the parametric o s c i l l a t o r ' s  cavity had t o  

be s e t  equal t o  the  pump l a s e r  cavi ty  length.  Figure 

parametric o s c i l l a t o r ' s  power as  i t s  cavity length was scanned through 

the proper length.  This c lear ly  i l l u s t r a t e s  t h a t  She average pump power 

was-indeed ef fec t ive  i n  driving the parametric o s c i l l a t o r .  

This o s c i l l a t o r  even though operating about two times above threshold 

did run f o r  ,more than a two month period. Figures 9, 10, and 11 a r e  

photographs of the  ,main o s c i l l a t o r  camponents and serve t o  i l l u s t r a t e  

t h a t  t he  device is  r e l a t i v e l y  uncomplicated i n  i t s  ' f inal  farm on the  bench. 

Since the o s c i l l a t o r  was  operating more than two times above threshold 

a phase locking c rys t a l  could be inser ted  in to  the pump l a s e r  cavity and 

s t i l l  leave enough power a t  5145 2 t o  remain above threshold.  

ment was attempted and the  pump l a s e r  was phase locked t o  drive the  

This experi- 

o s c i l l a t o r  with the peak power of the phase locked pulses .  The r e s u l t s  

are shown i n  Fig.  12.  It i s  seen t h a t  the o s c i l l a t o r  did not run during 

the phase locking time. This negative r e s u l t  was checked f o r  a r t i f a c t  

and none was found. The unexpected r e s u l t  i s  now a subject of fu r the r  

invest igat ion.  A l s o  suggested f o r  study are  methods of lowering the 

threshold of the osc i l l a to r ,  improving i ts  bandwidth and i t s  s t a b i l i t y  

and increasing i ts  tuning r a t e  and range. 

The f i rs t  cw v i s ib l e  parametric o s c i l l a t o r  demonstrated t h a t  the  

theory i s  correct  i n  a l l  aspects and t h a t  the o s c i l l a t o r s  a re  indeed 

rea l izable .  The next s t ep  i s  t o  improve on these resul ts  leading 

toward a more useful  and p r a c t i c a l  source of coherent tunable rad ia t ion .  





a, 

5 
0 
c, 
c, 
0 
a, a 
G1 
aJ 
k 

- i.8 - 







0.1 SEC PER CM 

NPL - NON-PHASE-LOCKED PUMP 

PL - PHASE-LOCKED PUMP AT 

R = 2(c /2L)  

FIG. l2--0scilloscope trace of preliminary phase locking results. 
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3. Acousto-Optic Tunable F i l t e r  ( S .  E. Harris and S. Nieh) 

We report  a proposed acousto-optic tunable f i l t e r .  We summarize 

the basic  pr inc ip le  u t i l i z e d  i n  t h i s  proposed device and w i l l  give one 

spec i f ic  example. A complete d e t a i l  of t h i s  proposed device i s  i n  the 

paper "Proposed Acousto-Optic Tunable F i l t e r ,  by S. E. Harris and 

R e  Wallace which i s  included i n  t h i s  report  a s  an Appendix. 

11 

The pr inc ip le  u t i l i z e d  i s  co l l inear  acousto-optic d i f f r ac t ion  i n  an 

op t i ca l ly  anisotropic  medium. The band of op t i ca l  frequencies passed 

i s  selected by the  dr iving acoustic frequency. W e  chose an or ien ta t ion  

such tha t  the e f fec t ive  photoelast ic  constant i s  la rges t .  With a sui tably 

chosen acoustic beam, an incident o p t i c a l  s igna l  of one polar izat ion i s  

cumulatively d i f f r ac t ed  i n t o  the orthogonal polar izat ion.  For a given 

acoustic frequency only a s m a l l  range of op t i ca l  frequencies s a t i s f y  

the phase matching condition f o r  t h i s  co l l inear  d i f f r ac t ion  i n  aniso- 

t rop ic  media. 

by changing the acoustic frequency. 

Tuning of the passband of the  f i l t e r  i s  then accomplished 

We s h a l l  discuss a spec i f ic  example using LiNbO The f i l t e r  con- 3' 
sists of an input polar izer ,  a c r y s t a l  with an acoust ic  transducer and 

an output polar izer .  

co l l inear ly  along the  y axis  of the c r y s t a l  along which the  acousto- 

op t ic  in te rac t ion  takes place. 

The acoust ic  beam and the o p t i c a l  beam t r a v e l  

The input beam i s  an extraordinarywave polarized along a e axes. 

The output or diffracted op t i ca l  beam w i l l  be an ordinary wave polarized 

along an x axis. The acoustic shear wave supplies the  missing k 

vector t o  s a t i s f y  the momentum matching condition. 

- 22 - 



The in te rac t ion  between the acoustic and op t i ca l  waves i s  due t o  

photoelast ic  e f f ec t .  

r e s u l t  of t h i s  photoelast ic  e f f e c t .  

The creat ion of a driving polar izat ion i s  the  

2 2  P̂ = - e n n ~  $ 2  
X 0 0 e 4 1 6 z  

$ = - eonone~41S6LEx 2 2  
Z 

where 

0 e 

0 n 

n e 

'41 

'6 
n 

* 

EX 

LE z 

d i e l e c t r i c  constant of f r e e  space 

r e f r ac t ive  index f o r  ordinary wave 

r e f r ac t ive  index f o r  extraordinary wave 

photo-elastic constant responsible for in te rac t ion  

acoustic shear wave amplitude 

E f i e l d  i n  x d i rec t ion  

E f i e l d  i n  z direct ion.  

Next we introduce the one dimensional driven wave equation f o r  

l o s s l e s s  media 

Approximating t h a t  Ex(y) and EZ(y) are  quasi-de, we obtain the 

and EZ (assuming the acoustic 
EX 

coupled equations of motion for 

wave propagate lo s s l e s s ly  i n  the  c rys ta l )  

2 n n P  u) 
- -  , - j O e 41 O s6EZ exp jAky X 
m 

dY 4c 
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where Ak = k -k -k i s  the vector mismatch 

cu 

O e a  

op t i ca l  frequency of extraordinary wave e 

cu op t i ca l  frequency of ordinary wave. 

Now we solve the  coupled equations subject t o  the boundary condition 

0 

E = 0 and E = EZ(0) and y = 0 , We f ind  f o r  zero momentum mismatch, 
X z 

PX(L> 2 - -  - s i n  r L  

where 

P~(L) output power a t  y = L 

P ( 0 )  input power a t  y = o . 
z 

We see t h a t  theore t ica l ly  10% transmission i s  achieved when 

rL = n/2 . For a f i v e  cm Long Limo a t  op t ica l  frequency of 

ho = 5000 2 , we f ind  f o r  10% transmission a power density of 14 rclw 

per mm 

3 

2 
of f i l t e r  aperture i s  required.  

The frequency response of the f i l t e r  i s  determined by the var ia t ion 

of ak as  op t i ca l  frequency i s  changed. We can write the  op t i ca l  fre- 

quency response function of the f i l t e r  as  

2 1  2 2 2  2L/2 
s i n  -(lt + b L n y  ) 2 2 H(f) = fi 

2 2 2  2 
f i + b L A y  

where Ay t s  change in  mavenunber Of'sthe 'opki2al' frequency 



I n  t h i s  example a t  5000 8 the  t o t a l  half-power bandwidth i s  

1.25 em-’ = .31 a . 
The f i l t e r  i s  tuned by changing acoustic frequency which changes 

the magnitude of i t s  k vector. The acoustic frequency t h a t  w i l l  pass 

op t i ca l  frequency a t  h i s  0 

a f 
V 

4 x 10 5 cm/sec V i s  acoustic veloci ty  

n = 2 3  , n = 2 . 2  
0 e 

Acous t i c  f r e  quency Optical  wavelength 

4000 8 
5000 1 
7000 a 

Rate of change of op t i ca l  wavenuntbwt. per cycle change i n  the 

acoustic frequency i s  &/Af = 2rc/bV . I n  t h i s  example the average 

tuning r a t e  i s  about 20 wavenumbers gerN$s change of acoustic frequency, 

a 

- 
Optical angular aperture i s  due t o  k vector mismatch. For nearly 

eO&eaFpropagation we obtain 

where 
i i s  the haE-angle aperture inside 

the c rys t a l .  

- 25 - 



We expect the most d i f f i c u l t y  t o  come from acoustic transducers. 

A t  present we are  l imited by t h e i r  power handling capabi l i ty ,  bandwidth, 

and conversion e f f ic iency ,  Also it i s  not easy t o  obtain a sample of 

~ i h o  5 cm long 

There are  a 
3 and of good op t i ca l  qual i ty .  

number of other c rys ta l s  which a re  current ly  under 

consideration e.g. ,  a H l 0  , quartz and sapphire. The construction of 

an experimental model of an acousto-optic f i l t e r  w i l l  begin shor t ly  i n  

our laboratory.  

3 
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APPENDIX 1 

PROPOSED ACOUSTO-OPTIC TUNABLE FILTER 

bY 

S. E .  Harris and R .  W. Wallace 

Microwave Laboratory Report N o .  1680 

September 1968 



PROPOSED ACOUSTO-OPTIC TUNABLE FILTER* 

S o  E. Harris and R .  W. Wallace 

Department of E lec t r i ca l  Engineering 
Stanford University 
Stanford, California 

AJ3STRACT 

This paper proposes a new type of e lec t ronica l ly  tunable! op t ica l  

f i l t e r .  

t i on  i n  an opt ical ly  anisotropic media. 

frequency the band of op t i ca l  frequencies which .the filter will pass may 

be changed. 

band approximately 1.3 cm 

The basic  idea i s  t o  u t i l i z e  col l inear  acousto-optic d i f f rac-  

By changing the driving acoustic 

It is  shown t h a t  a LiNbO acousto-optic f i l t e r  with a pass 

wide Which i s  tunable from 4000 a t o  7000 8 
3 

-1 

by changing the! 'to'. e 

0 obtainable. 

and it w i l l  be possible t o  a t t a i n  106 (theoretical.) transmission a t  

the f i l t e r  center frequency a t  an exp 

power per mm 

For t h i s  case, the  angular aperture w5ll be about 1 .5  

i t u r e  of about 14 n w  of acoustic 

2 of f i l t e r  aperture.  

* 
The work reported here was sponsored by the National Aeronatntics 

and Space Administration under G r a n t  NGR-05-020-103. 



PROPOSED ACOUSTO-OPTIC TUNABLE F I L T E R  

by 

S. E.,Harris and R .  W. Wallace 

I. INTRODUCTION 

I n  t h i s  paper we proposefa new type of e lec t ronica l ly  tunable 

op t i ca l  f i l t e r ,  The bas ic  idea is t o  u t i l i z e  co l l inear  acousto- 

op t ic  d i f f r ac t ion  i n  an opt ica l ly  anisotropic media.' 

o r ien ta t ion  i s  chosen such t h a t  an incident op t i ca l  s igna l  of one 

polar izat ion i s  d i f f r ac t ed  in to  the orthogonal polar izat ion by the 

acoustic beam. 

momentum matching between the incident op t i ca l  s ignal ,  the  acoustic 

wave, and the orthogonally polarized op t i ca l  s igna l ;  and only t h i s  

small range of frequencies will be cumulatively d i f f rac ted  i n t o  the 

orthogonal po lar iza t ion .  By changing the acoust ic  frequency, the band 

of  op t i ca l  frequencies which the  f i l t e r  will pass may be changed. 

w i l l  be shown i n  the example below t h a t  a LiNbO 

having a pass'band approximately 1.3 cm 

4000 a t o  7000 8 by changing the acoustic frequency from 428 Mc t o  

990 Mc should be obtainable.  For t h i s  case, the angular aperture 

w i l l  be about 1 .5  , and it w i l l  be possible t o  a t t a i n  lo& ( theore t ica l )  

transmission a t  the f i l t e r  center frequency a t  an expenditure of about 

14 mw of propagating acoust ic  power per mm2 of f i l t e r  aperture.  

A c rys t a l  

Only a small range of op t i ca l  frequencies will s a t i s f y  

It 

acousto-optic f i l t e r  3 
-1 wide whikh i s  tunable from 

0 

- 1 -  



11, A.NALYSIS 

The proposed acousto-optic f i l t e r  consis ts  of an input  pblai-izeT, 

a c rys t a l  with an appropriate acoustic transducer, and an output polar- 

i ze r .  There e x i s t  a number of d i f f e ren t  c rys t a l  or ientat ions,  involving 

e i t h e r  longi tudinal  or  shear waves which allow col l inear  d i f f r ac t ion  of 

l i g h t  i n t o  the orthogonal polar izat ion.  One possible configuration f o r  

the f i l t e r  using LiNbO i s  shown i n  Fig.  1, I n  t h i s  case the acoustic 

wave i s  brought i n  as a longi tudinal  wave which i s  then converted t o  a 

shear wave upon r e f l ec t ion  a t  the  input face of the c rys ta l .2  

acoustic shear wave and the input op t i ca l  beam then propagate co l l inear ly  

down the y-axis of the c rys ta l ,  along which the acousto-optic in te rac t ion  

takes place.  

3 

The 

We take the input op t i ca l  beam t o  be an extraordinary wave polarized 

along the z or  op t i c  ax is  of t he  c rys t a l .  The output or di f f rac ted  

op t i ca l  beam will be an ordinary wave polarized along the x-axis of the 

c rys t a l .  

f r ac t ion  i n t o  the  orthogonal po lar iza t ion  i s  an 

i s  s e t  up i n  the  configuration of Fig.  1. 

The acoustic wave which i s  necessary t o  accomplish the d i f -  

s6 shear wave, and 

The three  waves a re  taken 
, \  

as  plane wav& and are given by, 
_ ,  .. . ~ . . . . . .  

E - IC%) 
E,(y,t) = - X exp j (%t -By)  + C . C .  ‘(outmt o p t i c a l  

2 
A SG(Y) 
s6(y,t) = - exp j(wat-kay) + C . C .  (acoust ic  shear 

2 

wave) 



I- 

t- 
0 
a 

- 3 -  



The quant i t ies  w , and k , KO , k are  the angular f r e -  

quencies and k 
e J w~ 9 e a 

vectors of the input op t ica l  wave, output op t ica l  wave, 

and acoustic wave, respectively.  The acoustic wave mixes with the in- 

put op t ica l  s ignal  t o  produce forcing opt ica l  polar izat ion waves a t  

frequencies w + (Is' , and co - a. I These forcing waves propagate 

with 'i; vectors of magnitude ke + ka and ke - ka ,. respectively.  

Only if the 

e B e a' 

- 
k vector of t h i s  forcing wave is equal or nearly equal 

t o  tha t  of the frdely propagating electromagnetic wave, will a cumulative 

interact ion over many wavelengths take place. In  LiNbO the ordinary 

re f rac t ive  index i s  grea te r  than the extraordinary index, which for  
3 

kg ' forward propagating waves requires phase matdhing such tha t  

and which i n  turn  r e s u l t s  i n  the frequency of the ordinary wave ( the  out- 

ke+ ka= 

put frequency i n  our example) being greater  than t h a t  of the extraordinary 

wave by w . a 

The interact ion between the acoustic and opt ica l  waves takes place 

as a r e s u l t  of the photoelhstic e f f ec t .  This e f f ec t  i s  described as a 

such 
b i j  perturbation of the elements of the impermeability tensor 

- are the components of the photo- t ha t  Abij - pijklSkl where pi j k l  

e l a s t i c  tensor and S i s  the propagating s t r a i n  wave. This per- k l  

turbation of the impermeability tensor i s  equivalent t o  the creation 

of a driving polarization, which f o r  our example may be shown t o  be 

given by 

2 2  i? = - e n n p  i 3 R  
X 0 0 e 4 1 6 z  

2 2  i? = - e n n p  i 3 R  
Z 0 0 e 4 1 6 x  

- 4  - 



where e i s  the d ie lec t r ic ' cons tan t  of f r e e  space and n and n 

are  the r e f r ac t ive  indices  fo r  the ordinary and extraordinary waves 

respect ively.  

0 0 e 

If we substi tuke Eqs.  (1) and (2) i n t o  the one-dimensional 

driven wave equatfon f o r  l o s s l e s s  media, i . e . ,  

a2; 1 a2; a 2i' 
3)  

and make use of the f a c t  t h a t  EZ(y) and Ex(y) a re  slowly varying 

functions of y , then the fo l lo  * 

be obtained 

- 
where we have defined a k vector mismatch Ak = ko- k,- ka I n  

these equations the acoustic wave i s  assumed t o  propagate lo s s l e s s ly  

and thus the acoustic s t r a i n  

pos i t ion  i n  the c rys t a l .  

S6 
i s  assumed t o  be independent of 

Equations (4) are now solved subject t o  the boundary condition 

tha t  Ex = 0 and EZ = EZ(0) a t  y = 0 . The r a t i o  of the output 

power a t  y = L , Px(L) , t o  the  input power a t  y = 0 , Pz(0) i s  

found t o  be given by 

T 5 -  



where 3 3  
,O e 41 0 e n n p  C D O  

1s6t2 2 r =  
16 c2 

We note t h a t  the frequency of the transmitted op t i ca l  s igna l  d i f f e r s  

from t h a t  of the input s igna l  by the  acoustic frequency ma . There 

i s  a l so  an ins igni f icant  Manley-Rowe type power gain of magnitude 

uo/ue , which we will neglect i n  the  following. 

111. TRANSMISSION, TUNING RATE, BANDWIDTH, AND APERTURE 

From Eq. (5 )  it i s  c l ea r  t h a t  the  maxima transmission of the 

f i l t e r  w i l l  be a t ta ined  when the input op t i ca l  frequency i s  such tha t  

the momentum mismatch Ak = 0 . For this condition we have 

and thus f o r  t heo re t i ca l  lo@ peak f i l t e r  transmission we require tha t  

rz = Jr/2 . Expressing )S6l2 i n  terms of the acoust ic  power density 

PA/A , we obtain 

3 3 2 f i 2  
n0neP41 -- 'A 

2 XE p V  A 

2 
3 r =  ( 7 )  

where Xo i s  the op t i ca l  wavelength, p is  the density of the medium, 

and V i s  the acoustic veloci ty .  

For a f i v e  cm long c rys t a l  of LiNbO a t  a c e n t r a l  transmission f r e -  
3 

quency of 

,, = 4.64 gm/cm3 , V = 4.0 x 10 cm/sec ; and f ind  t h a t  we therefore 

= 5000 8 , we have p41 = .155 , 3  no = 2.3 , ne = 2.2 , 
5 



require  an acoustic power density of 14 mw per mm2 of f i l t e r  aperture 

fo r  100% peak transmission. 

With the  acoustic power adjusted t o  provide peak transmission a t  

the  center frequency 

i s  determined by the  

We l e t  

(FL = r(/2) the  frequency response of the f i l t e r  

var ia t ion  af Ak as  the op t i ca l  frequency is  changed. 

where Ay i s  the  change i n  wave numbers of the op t i ca l  frequency from 

the center frequency 

response function of 

of the  f i l t e r .  From Eq.  (5 ) ,  

the  f i l t e r  H ( f )  may then be 

the op t i ca l  frequency 

wri t ten 

Figure 2 shows the transmission H ( f )  p lo t ted  versus the  normalized 

frequency variable b u y  . It i s  seen tha t  the half-power transmission 

points  of the  primary lobe of the  f i l t e r  occur when b u y  +_ 2.5 . 
For LiNbO the constant b may be obtained by d i f f e ren t i a t ion  of' the  

Sellmeier equations of Hobden and W a ~ f i e ~ ~  The result of t h i s  differen- 

t i a t i o n  i s  given i n  Fig.  3,  as a r' t i o n  of Ghe op t i ca l  wavelength 

at a temperature of 200 C .  This tegperature Watj bhosen s ince LiNbO 

exhib i t s  op t i ca l  damage a t  temperatmes lower than about 160°C.5 

i s  seen khat b i s  somewhat l a rge r  than the valde 2a(n0-ne) which 

it would have i n  the  absence of op t i ca l  d i  r s ion .  The quantifity 

2fl(nO-ne) 

3 
4 

0 

3 
It 

i s  a l so  shown i n  Fig.  5 .  For a 5 cm long c rys t a l  of 





i 
I 
I 
I 

I 
I 
I 
I 

I 

I 
I 

I n  
I C  
I '0 

I -  

0)  

t 
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LiNbO 

the f i l t e r  (E  5/bL) i s  about 1.25 cm = .31 a 
a t  5000 8 the t o t a l  half-power bandwidth of the f i rs t  lobe of 3 

-1 

Electronic tuning of the f i l t e r  may be accomplished by changing 

the frequency of the acoustic wave, and thereby changing the length 

of i t s  k vector. The acoustic frequency micki w i l l  y ie ld  peak 
- 

transmission a t  an opt ica l  wavelength X i s  0 
v 

f a = -(no-ne) 

5 where V i s  the acoustic veloci ty .  For LiNbO V = 4 X 10 cm/sec 

and no- n may be obtained from Fig.  3. The necessary acoustic 

frequency f o r  peak transmission a t  5000 a i s  680 Mc, and the region 

from 7000 2 t o  4000 2 can be tuned by changing the acoustic frequency 

3 

e 

from about 428 Mc t o  about 990 Mc . 
wave number per cycle change i n  the acoustic frequency i s  Ay/Afa= 2rr/bV 

where b i s  defined i n  Eq .  (8) and p lo t ted  i n  Fig. 3 .  We see tha t  the 

The r a t e  of change of op t ica l  

average tuning r a t e  fo r  LiNbO 

i n  the acoustic frequency. It should be noted t h a t  as the acoustic f re -  

i s  about 20 wave numbers per Mc change 3 

quency i s  changed, t h a t  the acoustic power l eve l  should be varied in- 

versely as the square of the acoustic frequency i f  100% peak f i l t e r  

transmission i s  t o  be maintained [note Eqs. (6), ( 7 ) >  and (lo)]. 

The opt ica l  angular aperture of the f i l t e r  a t  the  input frequency 

corresponding t o  peak col l inear  transmission i s  determined by vector 

mismatch. The ha l f  power, ha l f  angle aperture occurs when akL = n . N 



For nearly col l inear  propagation we obtain from Fig. 4 

ak = k ~ 0 s P - k  c 0 s I j r - k  0 e a 

N =: k o - k - k +  e a  

e,, 2 

x 

The half-angle aperture taken inside the c rys t a l  is' then about 

Jr  =.I= . This i s  magnified by .&fraction a t  the inpyt of 

the c rys t a l  t o  y ie ld  a t o t a l  aperture of about 

a 5 cm c rys t a l  of Limo a t  = 5000 2 t h i s  yields  a half-power 

aperture external  t o  the c rys t a l  of approximately .02 radians or  1.15 

2nd- . e FOP 

3 
0 

ITe  DISCUSSION 

Probably the most severe l imitat ion of the proposed f i l t e r  i s  the 

d i f f i cu l ty  of obtaining large apertures.  

propagating acoustic power per mm 

Since we require 14 mw of 
2 

of c rys t a l  aperture, a 1 cm square 

aperture would require an acoustic power of 1.4 watts. Broadband r-f 

t o  acoustic transducers can now be constructed with about 10 dB con- 

vers ion loss ,  thus requiring an r-f power of 14 watts. Also, a t  f r e -  

quencies i n  the 400 t o  1000 Mc range, the construction of transducers 

having one cm2 of area i s  somewhat ahead of the present s t a t e  of the a r t .  

It should a l so  be noted tha t  the present analysis has neglected the 

acoust ic  attenuation which occurs as  the acoustic wave propagates down 

the c rys ta l .  

6 
a t  1000 Me, 

quency. 

A t  room temperature t h i s  attenuation should be about 3 dB 

and vary approximately as the square of the acoustic f r e -  

Its e f f ec t  will be t o  e f fec t ive ly  shorten the c rys t a l  and thus 

- fl - 



FIG. 4-g vector matching for nearly co l l inear  propagation (not t o  scale)  



t o  lead t o  somewhat la rger  bandwidths and necessi ta te  somewhat higher 

acoustic drive powers. 

The par t icu lar  choice of LiNbO 

Fig.  1 i s  only one of a number of possible c rys ta l s  and configurations 

which could be employed. The advantage of this  configuration i s  tha t  

it allows the acoustic wave t o  be brought i n  a t  right angles t o  the 

l igh t ,  and thus does not require the l i g h t  t o  pass through an acoustic 

transducer. 

y-axis there i s  approximately a 7' walk-off between the direct ion of the 

acoustic power flow and the acoustic k vector. This requires tha t  the 

f i l t e r  aperture be a t  l e a s t  one pa r t  i n  t en  of the c rys t a l  length.  

are, however, other c rys ta l  or ientat ions which allow d i f f rac t ion  in to  

the orthogonal polar izat ion and do not exbibi t  t h i s  walk-off. For 

example, col l inear  propagation of a longitudinal acoustic wave and 

$he opt ica l  s ignal  down the x-axis of a LiNbO 

the desired r e s u l t .  

and the f i l t e r  configuration of 3 

A disadvantage i s  t h a t  f o r  shear wave propagation down the 

- 

There 

c rys t a l  accomplishes 3 
1 

Two o.Dher materials which may be uaem for th i s  type of f i l t e r  

are sapphire and quartz,' which have the same photoelastic tensor as 

does LiNbO 

1/10 tha t  of LiNbO 

would be centered about 70 Mc instead of 700 Mc as i n  the Limo 

Both the tuning r a t e  and a lso  the bandwidth of these filters ( fo r  the 

The birefringence of both of these mater ia ls  is about 3' 
As a result the necessary acoustic frequencies 3' 

f i l t e r .  3 

same c rys t a l  length) would be about ten times as  large as tha t  of the 

LiNbO f i l t e r .  

large as  tha t  of a LiNbO f i l ter  of the same length. As a result of 

the lower re f rac t ive  indices of these crystals ,  about ten t o  twenty 

The angular aperture would be about three times as  3 

3 



times as much acoustic power would probably be required t o  obtain the 

theore t ica l  100% peak transmissiori. 

using longer c rys ta l s .  

However, t h i s  m i g  

It i s  planned t h a t  the cons of an exper 

acousto-optic f i l t e r  w i l l  begin::shmtly i n  our laboratory. 
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